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Technical Specification 

  Product Code: EMS503 

  Product Name: Terracotta pearl 

  Product Size: 10 – 60 µm 

 

Composition Content CAS no. EC no. CI no. 

Mica 48% - 55% 12001-26-2 ... 77019 

Diiron trioxide(Fe2O3) 45% - 52%         1309-37-1 215-168-2 77491 

Table 1: This table contains the details and composition percentage. 

  

Test Items Product Information  Test Method 

Appearance  
Brown red , free  

flowing powder 

EMS In House 

Method 

Odour Odourless 
EMS In House 

Method 

Particle size 10-60 µm 
  Laser diffraction         

measurement 

Density (20o C) 2.8-3.4g/cm3 
EMS In House 

Method 

Bulk density 15-40g/100ml 
EMS In House 

Method 

Table 2: This table contains the characteristics of the product. 
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